SAVEH WHITE CEMENT CO.

Date:

](/4 MANUFACTURERS TEST CERTIFICATE

o s (o € 55

WHITE PORTLAND CEMENT EN197-1 CEM 1 52.5

Chemical Characteristics Physical Characteristics
IRISI | EN IRISI | EN
Lab. Test IN. Test IN.
ZEE Lab. Chief 2B
Compositions Report | W42.5 | 197-1 |[Standard Report | W42.5 | 197-1 |Standard
Si02% 23.80 | e | o | Blaine (cm2/gr) 3520 [=>3200] .. >3300
Al203 % 450 | o | | Autoclave Expansion | 0.1 | 0.8 lomn{ <0.2
Fe203 % 048 | e | o | Setting Time |, .| 140 | 45 | 45 | >100
Ca0 % 65.20 | .o | e | e {min) Final 210 360 | | ...
MgO % 2.20 <5 <5 <3 2 Days 21 >10 | >20 >20
S03 % 1.60 <3.5 | <4 <3 Compressive |3, | 28 | .. >23
Na20 % 0.25 | .o | i | e Strenghth (7 pays 36 >35
K20 % 030 | ... | ... ... {Mpa) 28 Days 54 42.5 |>52.5 >53
LOI % 2.10 <3 <5 <3 Whiteness |y yajue| 795 >75
IR 0.30 <1.5 | <5 <1 (hunter) w | 905 | >85 >88
Calculated Compounds & Others
total Alkali [ 0.45 <0.6 | .o <0.6
LSF 90.23 | e | e >87
C35 % 49.00 | e | o >45
C25% 31.27 | e | e 3345
C3A % 1193 | ... | ... 1042 Q.C. manager
C4AF % 1.46 | ... | ... <1.6 M.R.hashemi




